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Threaded flange XG PN 10

It is used to transition from a flanged connection to a threaded connection.

Coating:
bitumen paint, :
poliester paint min. 250 um 2 & S & / 4 e
50 |3, 1% 1Y, 1Y, 2”7 125 165 18 4 1,70
Material:
4 80 |3, 1% 1Y," 11,7 2” 214," 3” 160 200 18 4(8 2,75
cast iron EN-GJL-250, /4 7317 72 (8
PN-EN 1561:2012 100 |3, 1%, 1%, 1Yy, 2%, 2%, 3", 4” 180 220 18 8 3,60
. 150 |3, 1% 1Y, 1Y%, 2", 2", 3%, 4", 576" 240 285 | 22 8 6,00
Flange connection:
PN-EN 1092-2:1999 200 | %, 1%, 1Y, 1%, 2%, 2Y,, 3%, 47, 57, 67, 8” 295 | 340 | 22 8 | 10,00
250 |3/, 1%, 1Y, 1%, 2%, 21", 3%, 4%, 5%, 6", 87, 10" 350 400 22 12 15,50
Nominal pressure: 17 1L, 7 1L, o yLy 7 3 g7 e ;
1.0 MPa: PN 10 300 |3/,,1, 11,11/, 2, 21/, 3", 4°, 57,67, 8,107, 12” 400 445 22 12 22,00
K
D
It is used to transition from a flanged connection to a threaded connection.
DN G K D / n Weight
50 |3, 1% 1Y, 1Y, 2" 125 165 18 4 2,20
coating: 3 ” »” 1 ” 1 ” ” l ”
poliester paint min. 250 um 65 |7 1,1 17,2, 2%, L S = & 24
80 |3, 1% 1Y, 1Y, 2 21", 3” 160 200 | 18 8 3,30
Material: 100 | 3, 17, 13, 1Y%, 2, 21, 3%, 4” 180 | 220 | 18 8 3,70
ductile iron, EN-GJS-500-7, 20 2= 1202 0 2= 0 2
PN-EN 1563:2018 125 | 3,5 1%, 1%, 1Y, 27, 21,”, 3", 47, 5” 210 250 18 8 6,20
. 150 | 3 17 1Y, 1Y, 2% 21", 3%, 4%, 5%, 6” 240 285 | 22 8 7,10
Flange connection:
PN-EN 1092-2:1999 200 | 3, 1%, 1Y, 1%, 2%, 2%, 3", 47, 57, 67, 8” 295 340 22 8(12) | 11,00
. 250 | 3%, 17, 1Y, 1, 2%, 21, 3", 4%, 5%, 6", 8”,10” | 350(355)| 400 | 22(26) 12 16,00
Nominal pressure:
1,0/1,6 MPa; PN 10/16 300 | 3,5 1% 13, 11", 2% 21,7, 3% 47, 5% 6, 87, 10", 12” | 400(410) | 445 | 22(26) | 12 23,00
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